CCT and TTT Diagram Calculating Service

Price: 20.00 US $/3 chemical compositions

Buy Online Transformation Diagram

Please choose Single Transformation Diagram button in the Order Online/Pricing page.

If you have any question please contact us by E-mail.
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Rustenitisation temperature (C) : 1000.0
Grain size: 9.0 ASTM

Calculated CCT diagram for the AlSI 4140 steel.
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